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Titanium Grade 5

Astrup MDS 
Titanium Grade 5

Material Description Quality

Titanium bars according to ASTM B348-20 / 
ASTM B381-20
Grade 5, annealed
Machined surface

Titanium bars according to ASTM B348-20 /
ASTM B381-20
Grade 5

Technical requirements

For Gr.5 bars, TR2000 MDS T01, rev 5; NORSOK M-650 & M-630 MDS T01, rev.5
Ultrasonic test as per AMS 2631B / Class A1/A/B
Hardness test to be reported as per actual test
Mechanical properties will be tested from transverse samples.

Certificate

Acc to EN 10204/3.1
PED in certificate

Form of supply

Lengths from 2-3 meter , packed in wooden cases

Marking

Astrup purchase number, each bar to be marked with charge number, quality and dimension.

Delivery FOB acc to incoterms




